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Earlier known as Mining Institute, Bhaga

(Department of Higher, Technical & Skill Development, Government of Jharkhand)
(BIT Sindn Campas, PC: Motinagar, Dist: Dhanbad- 328120)

E mail: bha il.com

- Rock Testing & Soil Testing and Its Fees:

Sl. No. Material Name of Testing Rate per Sample
Fineness Rs. 500
Soundness Rs. 500
1 T Setting Time (IST & FST) Rs.1500
’ Compressive Strength (3,7 & 28 days) Rs. 800
Standard Consistency Rs. 600
Specific Gravity Rs. 800
2. Cube Compressive Strength Rs. 800
Grading Rs. 500
Water Absorption Rs. 400
Moisture Content Rs. 600
Specific Gravity Rs. 600
3 Stone Chips Deietgrious Material Rs. 500
Abrasion Test Rs.1000
Impact Test Rs. 800
Crushing Strength Value ' Rs. 800
Flakiness Rs. 400
Elongation Index Rs. 400
Grading Rs. 600
Silt Content Rs. 500
Bulking Test Rs. 400
4 Shred] Finess Modulus Rs. 600
' Deleterious Material Rs. 500
Moisture Content Rs. 600
VWater Absorption Rs. 600
Specific Gravity Rs. 500
Measurement Dimension Rs. 300
5 Bricks Water Absorption Rs. 400
' Crushing Strength Rs. 700
Efflorescence Rs. 600
Steel Tensile Strength (For each diameter bar) Rs. 4000
6. (8,10,12,16,20,25) | Dimension Tolerance & Unit Wight Rs. 1000
Rebended Test Rs. 3000
7. Mix Design - Rs. 10000
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